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ABSTRACT

This report presents data on the near infrared reflectance spectra,
0.6-2.0 micron region, for 89 pigments In a wide ranqe of colors. Piampntq,
buih organic and inorganic, were selected for low infrared absorption and
possible use in the design of military coatings with controlled infrared
reflectance. The data obta#ined provides a basis for characterization of
the pigments examined based on reflectance properties.
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I. INTRODUCTION

Recent investigations on the development of dark colored Solar HeatReflecting Coatings for military applications have demonstrtP the * -I
_u..udI.Cr,,lLd data on the near infrared reflectance character-istcs of paint pigments. While many publications report visible reflec-tance spectra. rarely is infrared dato ircluded.

The growing demand for the design of military coatings to providevisual camouflage for tactical situations as well as other special re-
flectance characteristics is a result of added functional requirements.Coatings are now being considered for their ability to reduce solar heatabsorption, thereby providing increased operational reliability to elec-tronic equipment exposed to solar heatings as well as personnel comfort.Coatings capable of defeating new detection devices are also being in-vestigated and paints with special spectral characteristics have found
recent use.

Initial work conducted in this area at the Coating & ChemicalLaboratory began with the 'Ievelopment of a solar heat reflecting olivedrab paint. This first work was accomplished using a photocell reflec-
tometer equipped with Wratten 87 and 89 Filters.

While this early work provided a paint which was responsive to thethen current requirements, the narrow spectral region in which the filter-photocell combination was sensitive, limited the development of optimum
systems to meet current and future requirements. Therefore a program
was initiated to measure spectral reflectance of coatings from 0.2-2.2
microns to provide the required data.

11. DETAILS OF TEST

A. Basic Formulations.

Reflectance data on pigments Is generally reported based on thedry pigment pressed into a tablet. This method can result in high re-flectance readings for pigments that, In fact, show considerable trans-parency when used in concentrations normally employed in paints. Forthis reason the pigments were studied at corcentration levels representa-tive of those used in coatings. The pigments were dispersed in a resinbinder as shown in the basic formulations in Table I. The styrenated
alkyd resin was chosen based on previous studies that showed it to haveexcellent transparency in the near inFrared spectral region. The pigmentsinvestigated, Table II, included both inorganic and organic types.

The inorganic pigments were representative of those generally usedin Army paints. They were made into Type I and II coatings of Table Idepending on the oil absorptinn of the pigment with the higher oilabsorption ones being made ,it the lower pigment concentration and viceversa. The two concentratluns were required because the viscosity



II
increase which generally occurs in a coating as the oil absorption of the
pigment increases can intetfere with proper pigment dispersion. The
organic pigments being still higher in oil absorption were made at the
even lower pigment corcentration of the Type III coating. All the paints
were prepared by dispersing the pigment and vehicle in a porcelain ball
.,d2l . i,. 1 0 L -. i ratio ot pebbles to paint.

B. Preparatinn "'f Test Specimens.

Test panels of 2024 Aluminum alloy (3 x 6 Inches), were vapor
degreased and solvent cleaned In accordance with Federal Test Method
Standard No. 141, Method 2011. Black and white lustreless enamels con-
forming to Federal Speclfic, tion IT-E-516 were then spray applied to a
dry film thickness of 0.9-1.1 mils to provide highly reflective and
absorptive substrates for determining the degree of transparency of the
pigment over the spectral range Investigated. The test paints were then
spray applieJ using a automatic spray apparatus over the black and white
substrates to a dr'/ film thickness of 0.9-1.1 mils and air dried 18
hours. A sample disc 1-11/16 Inches was then stamped from each test
panel and reflectance spectra determined from 0.6-2.0 microns.

C. Determination of Reflectance Spectra,

Reflectance spectra from 0.6 to 2.0 microns were determined
using a Cary 14 (ecording S2ectrophotometer equipped with a 9 inch (26
Centimeter) integrating sphere reflectarce attachment. Sample illumi-
nation was monochromatic at an angle of ebout 8' to the normal. Mag-
nesiurn oxide was used as the reference standard.

D. Pigment Classification.

The spectrum for each pigment was examined over black and white
substrates and classified according to optical type aid reflectance
as follows:

1. Optical type - Difference in percent reflectance over white

and over black.

a. Opaque 15

b. Transitional 16 - 30

c. Transparent 30

2
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2. Reflectance Level - Average percent reflectance over black
and white substrates.

a. H- i gh 55
1. Medium 31 - 55

C. Low 16 30

d. Absorbing 15

II. SUMMARY

This study provides data necessary for the proper selection of
pigments to provide primary milit3ry colors with controlled IR reflect-
ance. It will enable the formulation of coatings with color permanence
in the visible range yet possessing special spectral properties for
solar heat rejection or nonvisible splectral properties for other
applications.

3
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I
1ABLE I - FORMULATIONS

Parts by Weight _

Types
III III

Inorganic Pigment 354.6 254.2 ---

Organic Pigment . --. I10.8

Styrenated Alkyd, 50% N.V. 490.8 491.5 443.2

Xylene 151.1 251.0 443.1

Diethylamine 0.7 0.7 0.7

6% Cobalt Naphthenate 1.4 1.3 1.]

Antioxidant 1.4 1.3 1.1

Total Weight 1000.0 1000.0 1000.0

Total solids, % 60.0 50.0 33.3

Pigment on the total paint, % 35.5 25.4 11.1

Vehicle solids on total paint, % 24.5 24.6 22.2

Fineness of grind 7 7 7

6
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TABLE II - Continued

"!/Classification - Letter designation denotes reflectance over black;
over white; and optil1.. type. Example: A,,^u, = Absorbing ovet b ,dtk;
high reflecting over white; and transparent optical type.

Reflectance Level Optical Types

A - Absorbing 0-15 0 - Opaque 0-15
L - Low 16-30 TR a Transitional 16-30
M - Medium 31-55 T - Transparent 30
H - High 55

2 See Table I
3/;ncluded with inorganics as the black substrate.
.ý.Pigment manufacturers.

Code Manufacturer

A E. I. duPont
B Chas Pfizer
C Columbian Carbon Company
D American Cyanamid
E Imperial Color and Chemical
F Holland - Suco
G American Hoechst
H Ciba Corp.
I General Anallne and Film
J Geigy Chemical Corp.
K BASF Corp.
L Harmon Colors
M Harshaw Chemical Co.

11
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